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[57] ABSTRACT

Improved mixability (extended set time) and adhesion
(asphalt coating on aggregate) are disclosed for cationic
and anionic bituminous emulsion-aggregate paving slur-
ries by the addition to the emulsion-aggregate mixture
of small amounts of calcium sulfate hemihydrate (Plas-
ter of Paris).
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